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Bondar-Clegg, Inc.

12^0 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

BONDAR-CLEGG

REPORT: 098-1623 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY: J* BARRON 
DATE PRINTED! 21-DEC--88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOUER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 13 0,002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 13 2 -150 13 Asses Pree 13
Seisele Pickup 1

remarks: final results are reported,

REPORT COPIES TO*. MR, JIM BARRON 
MR. JIM BARRON

INVOICE TO! MR, JIM BARRON

. 
Bondar-Clegg, Inc. 
L 80 West Cedar Dr. 
Lak Mood, Colorado 80228 
(303 989-1404 

l_ 
L 

REPORT! 098-1623 ( COMPLETE ) 

CLIENT! BROHM HINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUHBER 

13 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
HR, JIM BARRON 

BC 
BDNDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

13 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

13 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTErt 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 21-DEC-88 

METHOD 

Fire Assa~ 

SAMPLE PREPARATIONS NUHBER 

Assa~ Prep 
Sample Pickup 

13 

INVOICE TO! MR, JIM BARRON 

L ____ ____, 

r 
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Geochemical 

Lab Report

Bonjiar-Ckgg, Inc.
129ft) West Cedar Dr. 
LakL°°d> Colorado 80228 

(303) 989-1404

i

BONDARCLEGG

REPORT: 098-1623 project: none listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-522-0-5 <0*002
D2 R88-522-5-10 <0,002
D2 R88-522-10-15 <0,002
D2 R88-522-15-20 <0,002
D2 R88-522-20-25 <0,002

D2 R88-522-25-30 <0.002
D2 R88-522-30-35 <0,002
D2 R88-522-35-40 <0,002
D2 R8S-522-40-45 <0,002
D2 R88-522-45-50 <0,002

Bonllar-Clegg, Inc. 
12!lP' ) \\c-,,t Cedar Dr. 
Lak ,wood, Colorado 80228 
(303) 989-1404 

C REPORT: 098-1623 

l SAMPLE 
NUMBER 

D2 R88-S22-0-5 
D2 RSB-522-5-10 

ELEMENT 
UNITS 

D2 RSS-522-10-15 
D2 RBS-522-15-20 
D2 RSB-522-20-25 

D2 RSB-522-25-30 
D2 RSB-522-30-35 
D2 RBB-522-35-40 
D2 RSB-522-40-45 
D2 RSB-522-45-50 

D2 RSB-522-50-55 
D2 RBB-522-55-60 
D2 RBB-522-60-65 

L 

Au 
OPT 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 

PROJECT: NONE LISTEII 
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1401

BROHM MINING CORF * 
MR. JIM BARRON 
P.0. BOX 485 
DEADUOODy SD
57732

Invoice t

Date :

Report Not 
Project t 
Reference i

13 488? Page 1

23-DEC-88

098-1623 
NONE LISTED 
NONE LISTED

Ah13 A nsly ses o f G o1d 
Subtots1

S t % 6»5 0 $ 
$

84.50
84.50 * 8 4.50

Semple Freesration
13 Samples of Assay Prep 
1 Sample of Semple Pickup 

Subtota 1

st- * 3.00 $ 39.00
at $12.00 $ 12,00

$ 51.00 ;i ,oo

Miscellaneous Charges
4X S.B. STATE SALES TAX 
27. DEAD WOOD CITY SALES TAX 

Subtotal

$ 1,52
$ 0,76
$ 2,28 $ 2,28

In voice Totall $ 1 78 U.S.

ri-L
[g O

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

.ac 
DAR-CLEGG 

l. r· ') H l I M I N J JG L O F F· • 
~,f,•. Jl d <Af:PON 
1 •• o. BOX 48'; 
[1 A[llJO D, S[I 

I ""r , ... 

JnVOl•""'~ 

·,.., \. ; 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

~ 3- [IE C - r• 8 

• 7 ,; '> F r- o J c> i.: t N ON E L I " T E n 
F't>f.:;.-e11.:-e: tOt LISTED 

l · L :l 3 {'Jr, , l •~'· t•'..- (J f G( l d ,,:'\.. ,. ,. 1·· (" 
ti t ,J ,.l 'l' 8 1 • $( 

d I_J b I:, o l • 1 8 4 • :J 0 B l.50 

• ,:r11 l Fre>Pi: rc-t.1u11 
l;: S 111,:,le"' ot As•t:'::I 

I S -s ~1 ,J 1 e o f So srn • 1 e 
S1Jbtotd t 

I. 1 c. , 11 1:H1 e o U ", Ch . 1 <; f.' s 

f-'1 f' ,:-. 

Fl • k1J· · 

4~ S,U. STATE SALE~ TAX 
~~ DEADWOOD CITY SALE~ TAX 

Sul., tc t-d l 

~ t. •: ~LOv . 
c) ... 12 00 

11,V\Jl.l..C' 1ot._l:. 

I L 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

$ 
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$ 
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$ 

3?+00 
1,.,, 00 
51 t 

·, () 
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t ..,. ") ... ,_ 
0.76 

$ 

$ :! 7 7,78 U.f. 
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&11dar-Clegg, Inc. 
l2S130 West Ceda Dr. 
Lakewood, Colorado 80228 
(303) 989-l<IOci 

BROHN MINING CORP, 
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DEADWOOD, Srt 
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Geochemical

Lab Report

Bort<*ar-Clegg, Inc.

1298# West Cedar Dr.'

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORTl 098-1626 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client; brohm mining corp. submitted by; j, barron
PROJECT: NONE LISTED DATE PRINTED: 21-DEC-8S

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Asset*

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Asssy Prep 60
Excessive Wetness 1362
Ssnrle Pickup 1

remarks; final results are reported►

REPORT COPIES TO! MR, JIM BARRON INVOICE TO; MR, JIM BARRON

I 

Bot, ~-Clegg, Inc. -.. 
1298, West Cedar r. · 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-1626 <COMPLETE) 

CLIENT: BROHM MINING CORP, 
PROJECT: NONE lISTEfl 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUHBER 

60 

REMARKS: FINAL RESULTS ARE REPORTErt, 

REPORT COPIES TO: MR, JIM BARRON 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

60 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTErt BY: J, BARRON 
DATE PRINTED: 21-DEC-88 

HHHOD 

Fire Assay 

SAMPLE PREPARATIONS NUHBER 

Assa!:! Pre? 
Excessive Wetness 
Sam? le Pickup 

60 
1362 

INVOICE TO: MR, JIM BARRON 



Geochemical

Lab Report

BV'dar-Clegg, Inc. ,
12$fo West Cedar Dr,

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT! 098-1626 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R88-522-65-70 0.004 02 R88-522-265-270 <0,002
02 R88-522-70-75 0.005 02 R88-522-270-275 0.004
02 R88-522-75-80 <0,002 02 R88-522-275-280 <0.002
02 R88-522-80-85 <0.002 02 R88-522-280-285 0.003
02 R88-522-85-90 <0,002 02 R88-522-285-290 0.004

02 R88-522-90-95 <0.002 02 R88-522-290-295 0.003
02 R88-522-95-100 <0.002 02 R88-522-295-300 <0.002
02 R38-522-100-105 0.009 02 R88-522-300-305 <0.002
02 R88-522-105-110 0.003 02 R88-522-305-310 <0,002
02 R88-522-110-115 0.006 02 RS8-522-310-315 <0.002

02 R88-522-115-120 <0,002 02 R88-522-315-320 <0.002
02 R88-522-120-125 0.003 02 R88-522-320-325 <0,002
02 R88-522-125-130 0.004 02 R88-522-325-330 <0.002
02 R88-522-130-135 0.006 02 R88-522-330-335 <0,002
02 R88-522-135-140 0.006 02 R88-522-335-340 <0.002

02 RB8-522-140-145 0.009 02 R88-522-340-345 0,003
02 R88-522-145-150 <0,002 02 RS8-522-345-350 <0,002
02 RSS-522-150-155 <0.002 02 R88-522-350-355 <0.002
02 R88-522-155-160 <0,002 02 R88-522-355-360 <0,002
02 R88-522-160-165 <0,002 02 R88-522-360-365 <0.002

02 R88-522-215-220 <0.002
02 R88-522-220-225 0.008
02 RS8-522-225-230 0,004
02 R88-522-230-235 0.003
02 R88-522-235-240 0.006

02 R88-522-240-245 0,005
02 R88-522-245-250 0.004
02 R88-522-250-255 0.003
02 R88-522-255-260 0,003
02 R88-522-260-265 0.005

[ 

R~ dar-Clegg, Inc. , 
12•li«l West Cedar Dr, 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1626 

D tliPLE ELEMENT 
UMBER UNITS 

D2 R88-522-65-70 
fl2 R88-522-70-75 
D2 R88-522-75-80 
D2 R88-522-80-85 
D2 R88-522-85-90 

r12 R88-522-90-95 
D2 R88-522-95-100 
D2 R88-522-100-105 
D2 R88-522-105-110 
D2 RSB-522-110-115 

D2 RBS-522-115-120 
D2 R88-522-120-125 
D2 R88-522-125-130 
D2 R88-522-130-135 
D2 R88-522-135-140 

D2 R88-522-140-145 
D2 R88-522-145-150 
D2 RBB-522-150-155 
D2 RBS-522-155-160 
D2 R88-522-160-165 

D2 R88-522-165-170 
D2 RBS-522-170-175 
D2 RBS-522-175-180 
D2 RBS-522-180-185 
D2 RBB-522-185-190 

D2 RBB-522-190-195 
D2 RBB-522-195-200 
D2 RBB-522-200-205 
D2 RBB-522-205-210 
D2 RBB-522-210-215 

D2 RBB-522-215-220 
D2 R88-522-220-225 
D2 R88-522-225-230 
D2 R88-522-230-235 
D2 RBB-522-235-240 

D2 R88-522-240-245 
D2 R88-522-245-250 
D2 R88-522-250-255 
D2 R88-522-255-260 
D2 R88-522-260-265 

Au 
OPT 

0,004 
0,005 

<0,002 
<0,002 
<0.002 

<0,002 
<0.002 
0,009 
0,003 
0,006 

<0,002 
0,003 
0,004 
0,006 
0,006 

0.009 
<0,002 
<0.002 
<0,002 
<0.002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0.002 
<0,002 
<0.002 
<0,002 
<0 ,002 

<0,002 
0,008 
0,004 
0,003 
0,006 

0,005 
0,004 
0,003 
0,003 
0,005 

C 
BONDAR-CLEGG 

PROJECT! NONE LISTED 

SAHPLE ELEMENT Au 
NUliBER UNITS OPT 

D2 R88-522-265-270 <0.002 
D2 R88-522-270-275 0,004 
fl2 R88-522-275-280 <0,002 
D2 R88-522-280-285 0,003 
D2 RBB-522-285-290 0,004 

D2 RBS-522-290-295 0.003 
D2 R88-522-295-300 <0.002 
D2 R88-522-300-305 <0,002 
D2 R88-522-305-310 <0.002 
D2 RBB-522-310-315 <0,002 

D2 R88-522-315-320 <0.002 
D2 RBB-522-320-325 <0,002 
D2 R88-522-325-330 <0,002 
D2 R88-522-330-335 <0,002 
D2 R88-522-335-340 <0,002 

D2 RBB-522-340-345 0,003 
D2 RSB-522-345-350 <0.002 
D2 R88-522-350-355 <0,002 
D2 R88-522-355-360 <0.002 
D2 RBB-522-360-365 <0,002 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP. 
MR * JIM BARRON 
P.Q. BOX 485 
BEADWOOD- SD

I nvoice t 13486? P a si a 1 

Date : 23-DEC-88

Report Not 098-1626
57732 Project t NONE LISTED 

Reference: NONE LISTED

(/ \ l' h O'- A n a 1 y s & s o f G o 1 d

Suhtota1

Sample Preparation
60 Samples of Assay Prep 

1362 Samples of Excessive Wetness 
1 Sample of Sample Pickup 

S u b t o t a 1

Miscellsneous Charges
4% S »D. STATE SALES TAX 
2% DEADW00D CITY SALES TAX 

Subtotal

Invoice

at it i rT O r xj 0 $ 390.00
$ 390.00 $ 390,00

at $ 3,00 $ 180.00
St $ 0,1 5 % 204.30
at $12,00 $ 12,00

$ 396.30 $ 396.30

$ 13,45
% 6.73
$ 20,18 $ 20,18

' o t a 1 l % 806.48

7 'l ( L ^ '' G V| )

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

/ 

C 
BONDAR·CLEGG 

Bk• HM MINING ~• RF·. 
i·i f,; • 1 r M r< i:, R r, u 1·~ 

I'. (J, BOX 4B':• 
·, t,D~Joon, Eri 
, ...... ..,.7,, 

t,,.. / ....... 

l '"' r~· .' ·1 • ... • ·C .... , •, P r· , , ~ ,, •.. r Ir I i ......... ,.. • u . ,..., 1 ... , 1.1 

Subtul2:1 

:3 ,J r:1 P l 1~ F' r 0: .. a r '" l 1 on 
6{'i S:3raF·lt:•.:. of (1£·-,c;':..' P1·,c!P 

13,:-'.-! Sd111i•le ·: c,1 E: 1:10~-=i .-e Wet11,.'=::, 
s ,,; r.1 r L t' u r s a. Ill p 1 t~ F" l ,:. k t.l ;;, 

fuLd .. o t d l 

ti i ;;. c 1? l l "'n 1-:' ~), J t, (" i 1,:: r !·.s 1::• i • 

• ~ S,D. STATE SALES fAX 
.. , ti/ ... /. fl E {) [t kl O O D C l T'( 

~-tJL, t.u l:,Jl 

- - - -------- ~--- ----

,d~ ,1 . 

<.i t '.1! 
, .... \ !I' 

Jl 'r. 

I nvo .i c,i 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

!.3486, 

RePort No: 098-1626 
Pr·oJect NONE LISTED 
Ft• f e re II c P ! t-lO i l E L I 3 T F 1:i 

r'" t 39(• 00 ~:, f' i..i',) . 
$ :390 • () () $, .1, 9 1) ? (11) 

l" . r: 'J t 180 • 00 
Q . 1r -~ $ 2 (' ,1 • :s •.) 

1? ; (, i) t l. .: t 00 
$ 2:9.-::- . ,?,,) $ J9 ., 11 . "' J 

t 

">O • J E 

1 n ·•· C l C.' i.:' f L1 t. i3 l , 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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12980 West Cedar Dr. 
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(303) 989-1404

BC
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Bondw-tlegg, Inc.

12980 West Cedar Dr. 

Lakewood, Colqrado 80228 

(303)989-1404

BONDAR-CLEGG

Geochemical 

Lab Report

REPORT*. 098-1628 ( COMPLETE ) REFERENCE INFO*. NONE LISTED

CLIENT: EROHM MINING CORF. SUBMITTED BY*. J. BARRON
PROJECT', none LISTED date PRINTED: 21-DEC-S8

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 21 0.002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 21 2 -150 21 Asses Free 21
Excessive Wetness 357
Seaele Pickup 1

remarks: final results are REPORTED.

REPORT COPIES TO*. MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON —

I 

Bond -Clegg, Inc. 
12980 West Cedar Dr. . 
Lakewood, Col ado 80228 
(303) 989-1404 

REPORT! 098-1628 (COMPLETE ) 

CLIENT: BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER ELEMENT 

1 Au 

SAMPLE TYPES 

D DRILL CORE 

Gold 

NUliBER 

21 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: MR, Jili BARRON 
MD ITM UI\.LILIHlfl.l 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

21 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUliBER 

21 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTE[l 

SUBMITTEB BY! J, BARRON 
DATE PRINTED! 21-DEC-88 

METHOD 

Fire Ass .. :i 

SAMPLE PREPARATIONS NUMBER 

Assa:i Pr·e? 
E}:cessi ve Wetness 
Sam?le Picku? 

21 
357 

1 

INVOICE TO! MR, JIM BARRON 
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Bondaf-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical

Lab Report

REPORT: 098-1628 project: hone listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-522-365-370 <0,002
02 R88-522-370-375 <0,002
02 R88-522-375-380 <0.002
02 R88-522-380-385 <0.002
02 R88-522-385-390 0,004

02 RS8-522-390-395 <0,002
02 R88-522-395-400 0,004
02 R88-522-400-405 <0,002
02 RS8-522-405-410 <0,002
02 R88-522-410-415 <0.002

02 RS8-522-415-420 <0.002
02 RSS-522-420-425 <0.002
02 R88-522-425-430 <0,002
02 R88-522-430-435 <0,002
02 R88-522-435-440 <0,002

02 R88-522-440-445 <0,002
02 R8S-522-445-450 <0.002
02 R88-522-450-455 <0.002
02 R88-522-455-460 <0,002
02 R88-522-460-465 <0,002

[ 

L 

Bon :c1egg, Inc. 
12980 West Cedar Dr. 
Lakewood, Color do 80228 
(303) 989-1404 

REPORT! 098-1628 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

D2 R88-522-365-370 
D2 RBS-522-370-375 
D2 RBS-522-375-380 
D2 RBB-522-380-385 
D2 RSB-522-385-390 

D2 RBB-522-390-395 
D2 RBB-522-395-400 
D2 RBB-522-400-405 
D2 RSB-522-405-410 
D2 RBB-522-410-415 

D2 RBB-522-415-420 
D2 RBB-522-420-425 
D2 RBB-522-425-430 
D2 RBB-522-430-435 
D2 R88-522-435-440 

D2 RBB-522-440-445 
D2 RBS-522-445-450 
D2 RBB-522-450-455 
D2 R88-S22-455-460 
D2 RBS-522-460-465 

D2 R88-522-465-470 

Au 
OPT 

<0,002 
<0,002 
<0,002 
<0,002 
0,004 

<0,002 
0,004 

<0,002 
<0 ,002 
<0,002 

<0 ,002 
<0,002 
<0,002 
<0,002 
<0 ,002 

<0 ,002 
<0 ,002 
<0 ,002 
<0,002 
<0, 002 

<0 ,002 

BC 
BONDAR-CLEGG 

PROJECT! NONE LISTEfl 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORF'.* 
MR, JIM BARRON 
P.D* BOX 485 
BEADWOOD ? SB
57732

Invoice t

Date :

R e p o r t N o i 
P r o J e c t * 
Refepencei

13 473!- P a si e 1

23-DEC-8S

098-1628 
NONE LISTED 
NONE LISTED

f
L-

; /2/V~
f 21 Ana.1 -ases of Go 1 d B t- % 6,50 $ 136,50

Subtotal $ 136,50 % 136,50

S a m I e P r e p a r a t i o n
21 Samp 1es of Assay Prep B t* % 3.00 $ 63,00
357 Samp1es of Ekeessive Wetness B t $ 0.15 * 53,55

1 Sample of Sampie P1ckup at *i 2.00 $ 12,00
Subtotal $ 128,55 t 128,55

Misee11aneous Charges
4% S.D» STATE SALES TAX $ 4,30
2% DEADWOOD CITY SALES TAX $ 2.15

S u b t o t a 1 $ 6,45 * 6.45

Invoice TotalJ $ 271,50 U.S.
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Bondar-tlegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228-

(303) 989-1404

BONDAR-CLEGG

Geochemical

Lab Report

REPORTt 098-1429 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client; erohm mining corp. submitted by: j, barron
PROJECT: NONE LISTED DATE PRINTED: 21-DEC-eS

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 11 0,002 OPT Firs Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 11 2 -150 11 Asses Pres 11
Excessive Wetness 217
Sesple Pickup 1

remarks: final results are reported.

REPORT COPIES TO*, MR. JIM BARRON INVOICE TO*. MR, JIM BARRON
- - - - - - - - - - - MR, JIM BARRON- - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - -

Bondar 'legg, Inc. 
12980 \\est Cedar Dr. , 
Lakewood, Colorado 80228· 
(303) 989-1404 • 

C REPORT: 098-1629 (COMPLETE ) 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

[ 
CLIENT: BROHM MINING CORP, SUBMITTED BY: J, BARRON 

__ - _-_-___ :...:.PR=O_J=-=E=C_T:...:.:=N=O=NE=_L=I=ST=E=D======================================D_A:..:..:T=E=P=R-I:..:.:.N=TE=D=: =:2_1~-=DE=c_-...!'.8~8==============~ 
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ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

11 

REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
MO ITM nA1wnn1 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACT ION 

11 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

11 

METHOD 

Fire Assa!:/ 

SAMPLE PREPARATIONS NUMBER 

Assa!:/ Pre? 11 
E>:cessi ve Wetness 217 
Saa?le Pickup 1 

INVOICE TO: MR, JIM BARRON 

L ________________ __, 



Geochemical

Lab Report

Bondar-(*legg> Inc.

12980^Vest Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDARCLEGG

REPORT: 098-162? project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

B2 R88-522-470-475 <0.002
B2 R88-522-475-480 <0.002
D2 R88-522-480-485 <0.002
B2 R88-522-485-490 <0,002
D2 R88-522-490-495 <0,002

D2 R88-522-495-500 <0.002
D2 R88-522-500-505 <0.002
B2 R88-522-505-510 <0,002
02 R88-522-510-515 <0.002
02 R88-522-515-520 <0.002

D2 R8S-522-520-525 <0.002

3L
PKOHW WIWIAG CO'

ro-T Xut u
!—N

T
i—i f

I 

Bondar-C' , Inc. 
12980~\\N Cedar Dr. 
Lak~-.ood. Colorado ~ 
(303) 989-1404 

REPORT: 098-1629 

SANPLE ELEMENT 
NUMBER UNITS 

~ 

D2 RBB-522-470-475 
D2 RBB-522-475-480 
D2 RBB-522-480-485 
D2 RBS-522-485-490 

L D2 RBB-522-490-495 

D2 RBB-522-495-500 
D2 RBS-522-500-505 
D2 RBS-522-505-510 
D2 RBB-522-510-515 
D2 RSS-522-515-520 

D2 RBB-522-520-525 

Au 
OPT 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0, 002 
<0,002 

(0,002 

BC 
BONDAR-CUGG 

PROJECT: NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR CLEGG'

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORF, 
MR. JIM BARRON 
P.0. BOX 485 
DEADWOOD? SB
57732

Invoice J 13474? Page 1

Date 4> 23-DEC-88

Report No: 098-1629 
Project *. NONE LISTED 
Reference4. NONE LISTED

,ii 1 A n a 1 ^ s & s of Gold
Subtotal

at * 6.50 $ 71.50
$ 71.50 $ 71,50

Sample Preparation
11 Samples of Assay Prep 3 t $ 3.00 $ 33.00

217 Samples of Excessive Wetness & t $ 0.15 $ 32.55
.1 Sample of Sample Pickup at 2.00 t 12.00

Subtotal $ 77.55 $ 77,55

Miseel .1 aneous Charsies
4% S.D. STATE SALES TAX $ 2.6 6
2% DEADW00D CITY SALES TAX ‘t 1.33

Subtotal $ 3.99 $ 3,99

Invoice Total, 4 153.04 U.S.

ytc 5i z
/7c /s

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

1347•l, 

7>3-·DEC-·88 

f: >:·01 No: 1)08- 162Q 
/WtJE. L ISTFD Pro .J1:.cc'l 

Rl• fL rer,~ , : NONE ' IS TE [I 

'-. t-~O $ 71. !j(; 

$ ., 1 + 3(~ 71.50 

3.00 -3. (l 

0 • .t ~ 3~ .. ~,~) 
$12,00 12 00 

·7.5S 77 + :,:,5 

1 t· ~-3 
J. S'9 

l 1.:i3.04 u.s. 
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